
Name :

Another

name :

Grade : for Determination of wetting tention Specification number : WT-09

Volume : 50mL Issue number : CED18

Code number : 44032893

HAYASHI PURE CHEMICAL IND.,LTD.

3-2-12 UCHIHIRANOMACHI,CHUO-KU, OSAKA 540-0037, JAPAN

No. Item (unit) Specification Test Procedure

1 Appearance (Form) - Liquid Visual method

2 Appearance (Hue) - Green ～ blue Visual method

3 Surface tension (23℃) mN/m 33.7 ～ 34.3 Surface tension measurement method

4 Absorbance (1→100, λmax) - max. 0.30 Molecular absorption spectrometry
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QAXA-F7031-3v.6(2024.02.01）

Product Specification

Wetting tension test mixture No.35.0

Wetting tention：35.0mN/m


